
 
 

 
20439 Westfield Commerce Drive 
Katy, Texas 77449-2569 

 
Date: 3-01-14 
Subject: SANDBAG SPECIFICATIONS 
 

 
 
This letter certifies that our SANDBAG meets and/or exceeds the specifications listed below. 
The average laboratory test values are as follows: 
 
 
 

Product Name 
Material 
Size 
Color 
Top 
Bottom 
Construction 
Tape Width 
Fabric Weight 
Bag Weight 
Denier 
UV Exposure 

Sandbags 
PP Woven Bags with Ties 
14.5” x 26” 
White & Orange 
Hemmed top 
Single fold and stitch 
10 x 10 mesh 
2mm 
60 gsm / 1.77 osy 
34gm / 1.2 oz 
850 
70% at 1600 Hrs 

 
 
Unless otherwise noted, this certification is based on testing conducted by an independent testing laboratory. These test results 
are no more than one year old when presented to the authorizing agent. L & M Supply issued this letter of certification to indicate 
thier commitment to providing our customers with a quality product which will meet or exceed the minimum average roll values 
in accordance with the applicable American Society for Testing and Materials Standard Terminology for Geosynthetic (ASTM D-
4439 test method).  Visit Silt Management Supplies online: www.siltmanagementsupplies.com 


